VITOSS BA immediately begins to react once implanted, releasing ionic constituents (Si* and Na*) into the environment.
Osteoblasts are stimulated by the released Sit and Na*ions. The release of these ions attracts cells to the scaffold surface
and causes cells to increase the rate of proliferation, protein production, and bone formation.

VITOSS Bioactive Foam has been shown to increase the rate
of bone formation and healing compared to traditional
osteoconductive scaffolds.”
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* Data on file, Orthovita, Inc.
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